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NOTES.
1. MATERTAL: ATST ~S2 FOR:HEX8 e
MEL: S2
2. HARDNESS : HRc58-62; DECARBURIZATION-0. 127mm PERMISSIBLE TORQUE
ON HEX, NONE ON TIP
’ R N X X PART NO. SIZE W B MARKING
FHE: HRC:58-62; WM AL VE bR 20. 127mm, fH 3k 3 A F VEAT I b % (N.m) D
3. BURRS:NONE PERMISSIBLE, HEX PORTION OF BIT MUST PASS THROUGH W127193 | HEX3 | 3 | 4 3 76
A 6.39 mm. HEX GAUGE AFTER STAMPING
HEOH AP LR E B, 5 PR 75 M6, 305 kx| WA27194 | HEX4 | 4 | > 4 18.0 -
4. FINISH:SAND BLAST W127195 HEX 5 5 6 5 35.0
5 ﬁ@%éEPEI?&EiBLE ALL LETTERS CAPITALIZED, 1.5 HIGHT MIN W127196 HEX 6 6 / 0 610 E
. . , , L.omm .
CENTER MARKINGS IN INDECATED AREA STAMPING DIRECTION: FROM W127198 HEX 8 8 / 8 71
SHANK TO TIP.
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