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NOTES:
1. MATERIAL : AIST -S2
kL S2 s
2. HARDNESS : HRc58-62; DECARBURIZATION-0. 127mm PERMISSIBLE ON HEX, TOROUE
NONE ON TIP o o - PART NO. | SIZE | W | A | MARKING NQ
B3 : HRC: 58-62; A H5 A VMR 0. 127mm, 71Kk ¥ B AR AV IBR B4 (N.m) )
3. BURRS:NONE PERMISSIBLE, HEX PORTION OF BIT MUST PASS THROUGH
A 6.39 mm. HEX GAUGE AFTER STAMPING W127452 | PH1 |52 5 PH1 5
FERHAMN G BRI, NTT T e N 6. 3922 K0 I A /S TT BRI W127457 | PH2 |53 PH2 14
4. FINISH:SAND BLAST —
LA . WERD
5. MARKING:PER TABLE, ALL LETTERS CAPITALIZED, 1.5mm HIGHT MIN. CENTER .MARKINGS IN INDECATED
AREA STAMPING DIRECTION: FROM SHANK TO TIP. E
PR ERAT 7, Fadse /N b, AEFEIE A R E ST, 7 ) AR 3 S8
6.NO RUST AFTER 120 HOURS SALT SPRAY TEST (32 DEGREE;95% RELATIVE HUMIDITY)
RO 120N, I A32E, HIRHELEE Sy 95% 1 £ W —
7.DIMENSTONS ARE IN mm. wiorasz | 1ReD o = @
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