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NOTES :
1. MATERTAL:AIST -S2 C
FEL: S2
2. HARDNESS : HRc58-62; DECARBURIZATION-0. 127mm PERMISSIBLE ON HEX, TORQUE
NONE ON TIP PART NO. | SIZE | W | A | MARKING (N.m) T
i fZ . HRC: 58-62; Wl FL Vi J220. 127mm, {H K& A fe VA3 It 0 5 :
3. BURRS:NONE PERMISSIBLE, HEX PORTION OF BIT MUST PASS THROUGH W127561 | PZ1 |52 | 5 PZ1 5 :
A 6. 39 mm. HEX GAUGE AFTER STAMPING
. . N, . . e W127566 | PZ2 |53 | 6 PZ2 14
FEPHAN N GBI, /ST ARFT S fa NI 6. 392 K0 1 A /S 7 =R

4. FINISH:SAND BLAST

R AL :

M5 b

5. MARKING:PER TABLE, ALL LETTERS CAPITALIZED, 1.5mm HIGHT MIN. CENTER .MARKINGS IN INDECATED AREA

STAMPING DIRECTION: FROM SHANK TO TIP.

FERME BRI 7, Fmrdne /L. 5mm,  FEREIE A e BT, T ) A 21 Sk 3
6.NO RUST AFTER 120 HOURS SALT SPRAY TEST (32 DEGREE;95% RELATIVE HUMIDITY)

MNIEIE 120/, I 328, AR E S 95% 1) 5 25 ik
7. DIMENSTONS ARE IN mm.
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DRWING NO.

W127561

ANGLES

TOL UNLESS SPECIFIED
1 PLC DEC: £0.30
2 PLC DEC: %0.10

1 £0° 50
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SCALE

REV SIZE

SHEET

NO SCALE

0

PART

1/4*90MM BIT PZ

IND|

ALTERATIONS

SIGN | DATE

DESIGNED

SUNCRAFT

DRAWN

2009.6.25

MATERIAL

CHECKED

APPROVED
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