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NOTES : S
1. MATERTAL:ATST —S2 FOR:SLS8
<« MEks2 TORQUE .
2. HARDNESS : HRc58-62; DECARBURIZATION-0. 127mm PERMISSIBLE PART NO. |SIZE| A | B | MARKING N
ON HEX, NONE ON TIP (N.m)
D A . HRC:58-62; WIEh ALVFIEARIZ0. 127mm, HSLER A fair Ay epe i s | W127510 |SL4 | 4.0 10.76 4 2.90
3. BURRS:NONE PERMISSIBLE, HEX PORTION OF BIT MUST PASS THROUGH W127511 |SL4.5! 4.5 |0.76 4.5 290
A 6.39 mm. HEX GAUGE AFTER STAMPING
- . N . . - W127512 |SL5.5| 5.5 |0.90 5.5 3.90
_| HEMHAME N T BH, 7S I7 FRET e Ak 6. 3922 Konf 1 (1) N 7S 7 R
4. FINISH- SAND BLAST W127513 [SL6 | 6.0 |1.00 6 6.7
RIMALEE: mifb W127514 |SL6.5| 6.5 [1.15 6.5 10.50
£ 5.1;/[/{/};1((1%(;&2?{ TABLE, ALL LETTERS CAPITALIZED, 1.5mm HIGHT W127515 Ists | _—11.20 8 12.90
VARKINGS TN INDECATED AREA STAMPING DIRECTION: FROM SHANK TO TIP.
_| FRHE B EER AT, Fimdse /D L. 5mm,  EAEPH P AT B AT, 7 1) AR B 3 Sk 5
6.NO RUST AFTER 120 HOURS SALT SPRAY TEST (32 DEGREE;95% RELATIVE |™ ™ Rt < R —— S)S

HUMIDITY)

W127510

2 PLC DEC: %0.10

ANGLES

1 £0° 50

PART

NOERL 120780, W EE A 3218, A FE A 95% 1) £5 25

SCALE REV

SIZE

SHEET

NO SCALE 0

/1 1/4*50MM BIT SL

7. DIMENSIONS ARE IN mm.
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ALTERATIONS

SIGN | DATE

DESIGNED

SUNCRAFT

DRAWN

James

2010.4.1
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