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1.MATERIAL:AIS| -S2
Mk} S2 D
2.HARDNESS:HRc58-62; DECARBURIZATION-0.127mm PERMISSIBLE ON HEX, TORQUE
NONE ON TIP PART NO.| SIZE |A®| B | E | F | R1 | R2| MARKING (N.m)
T Ji : HRC:58-62; {45 0 YR LB I20.127mm, Sk H#BAS S04 i I 52 - L
3.BURRS:NONE PERMISSIBLE, HEX PORTION OF BIT MUST PASS THROUGH W127183 |SW 3| 3.0 [4.0|2.1]40(1.25|25 3 0.6
;kﬁﬁ?’; ;T“?T:E%( ﬁAUQE %FQE\R :}[A%ﬂilé\‘gg#*ﬁmm " W127184 | SW4 | 4.0 |50[28|53]2.0 [40 4 1.5
UER Y I, AN 7 BOE 6. 395 Kt i () A 75 7
4 FINISH-SAND BLAST W127185 | SW5| 5.0 (6.0(3.8|6.3]|25 |50 5 2.9 .
ST AR R W127186 | SW6 | 6.0 | - |40[76]3.0 |50 6 5.0
5.MARKING:PER TABLE, ALL LETTERS CAPITALIZED,1.5mm HIGHT MIN.CENTER .
MARKINGS IN INDECATED AREA STAMPING DIRECTION: FROM SHANK TO TIP.
R BRI 7, Pt/ .5mm, AL A BT, 5 AR 2k E— _ —
6.RUST TEST: NEED RUST FREE AFTER 120 HOURS WHEN SUBJECTED TO THE W127183 1PLC DEC. 4030 = &
CONDITIONS OF 32 DEGREES AND 95% RELATIVE HUMIDITY. AGLES - sose [PART
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7.DIMENSIONS ARE IN mm. NO SCALE 1 A4 11 BALL END SW IND|  ALTERATIONS SIGN | DATE
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